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 MATERIALS 
 
 

GROUND GRANULATED BLAST FURNACE SLAG 
 FS-1017 TABLE 1 

QUALIFIED SOURCES 
(1017GGBFS) 

 District Responsible 
Source  Types Available For Inspection 
Buzzi Unicem USA (Lone Star) Gr. 120    6 
New Orleans, LA 
St. Louis (Terminal) 
 
Buzzi Unicem USA (Lone Star) Gr. 120 10 
6 Poplar Ave. 
Memphis, TN 38103 (Terminal) 
 
Holcim Gr. 100 3 
Skyway Manufacturing Facility 
Chicago, IL 60617 
(7/00) 
 
Holcim Gr. 100 3 
1103 Blairs Ferry Road NE 
Cedar Rapids, IA 52402 (Teminal) 
 
Holcim Gr. 100 4 
1415 Warren 
North Kansas City, MO 64116 (Terminal) 
(7/00) 
 
Holcim Gr. 100 6 
111 East Carrie Ave. 
St. Louis, MO 63147 (Terminal) 
(7/00) 
 
Lafarge Gr. 120 10 
2500 Portland Rd. 
Grand Chain, IL (Plant) 
(7/02) 
 
Lafarge Gr. 120 3 
2150 E. 130th St. 
Chicago, IL 60633 (Plant) 
(7/02) 
 
Lafarge GR. 120 3 
301 E. Front St. 
Buffalo, IA 52728 (Terminal) 
(12/03) 
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 MATERIALS 
 
 

GROUND GRANULATED BLAST FURNACE SLAG 
 FS-1017 TABLE 1 (Cont'd) 

QUALIFIED SOURCES 
(1017GGBFS) 

 
District Responsible 

Source  Types Available For Inspection 
 
Lafarge Gr. 120 4 
4200 N. Cement City Rd. 
Sugar Creek, MO 64050 (Terminal) 
 
 




